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3200 FACILITY 
JULY 6, 2000 

COMPOSITE M64511 

RESULTS 
LIMITS 

CHROME COPPER NICKEL 
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0.41 
3.00 

0.70 
2.50 

JULY 
METRO LIMITS 

300 

2.00 

2.00 

1.00 

1.00 

3200 FACILITY 
JULY 14, 2000 

COMPOSITE M64541 

CHROME COPPER NICKEL ZINC 
0.05 
2.61 

RESULTS 0.46 0.31 0.42 
LIMITS 2.75 3.00 2.50 

ZINC 
0.16 
2.61 
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2.00 

JULY 
METRO LIMITS 

ZINC 

ALASKAN COPPER WORKS 
3200 FACILITY 
JULY 20, 2000 

COMPOSITE .M64564 

ZINC 

ALASKAN COPPER WORKS 
3200 FACILITY 
JULY 27, 2000 

COMPOSITE M64604 

VISUAL REPRESENTATION OF THE LAB RESULTS 

CHROME COPPER NICKEL ZINC CHROME COPPER NICKEL ZINC 
RESULTS 0.96 0.64 0.76 0.07 RESULTS 0.32 0.12 0.12 0.10 
LIMITS 2.75 3.00 2.50 2.61 LIMITS 2.75 3.00 2.50 2.61 
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Date Extracted: 07/20/00 
Date Analyzed: 07/20/00 

RESULTS FROM THE ANALYSIS OF THE AQUEOUS SAMPLES 
FOR SPECIFIC GRAVITY 

Sample ID 
Laboratory ID 

M64540A Large 
007055-01 

M64540B Small 
0070..-.>5-02 

Method Blank 

@ :15.56 °C 

Specific Gravity 

1.1 

1.1 

0.86 

DRAFT 

l 
l 
! 

AKC-0010049 



Date Extracted: 07 /20/00 
Date Analyzed: 07/20/00 

RESULTS FROM THE ANALYSIS OF THE AQUEOUS SAMPLES 
FOR PERCENT ACID CONTENT . 

Sar.u,:c ID 
Laboratory ID 

M64540A Large 
007055-01 

M64540B Small 
007055-02 

[>RAFT. 

%Acid 

11 

11 

PP0S~Bc90G ·oN X~.:l ~Anc:18"8N~W03 l cl.:l : WOcl.:l 

AKC-0010050 



Date Ex-txacted: 07/20/00 
Date Analyzed: 07 /20/00 

RESULTS FROM THE ANALYSIS OF THE AQUEOUS SAMPLES 
FOR TOTAL METALS 

BY INDUCTIVELY COUPLED PLASM.A (ICP) 
(METHOD 6010) 

Sample ID 
LabOTatory ID 

M64540A Large 
007055•01 

M64540B Small 
0070515-02 

Method Blank 

Results Reported as µgig (ppm) 

Totall,:am 

14,000 

<10.0 

DRAFT 

I 
l 
l 
I 

AKC-0010051 


